
RESULT SPEC UNIT TEST METHOD PROPERTY 

99.85 Min 99.5 wt % ASTM D 3362 Purity  

5 Max 10 APHA ASTM D 1209 Color 

0.007 Max 0.05 wt % ASTM D 1364 Water 

10 Max 50 wt ppm ASTM D 1613 Acidity 

100 100 ± 10 wt ppm ASTM D 3125 Inhibitor (MEHQ) 

0.900 0.896 ~ 0.901 - ASTM D 1298 Sp. Gr (20/4 °C) 

CERTIFICATE OF ANALYSIS  

PRODUCT: BUTYL ACRYLATE MONOMER 


