
 

 

 

 

 

  

 

 

 

 

Item 
Test 

Method 
Unit Result 

Specification 
Limit 

Min Max 

Styrene Purity ASTM D 7504 wt% 99.93 99.8 - 

Ethylbenzene ASTM D 7504 ppm wt 480 - 500 

Benzene ASTM D 4534 ppm wt <1 - 1 

Aldehydes as Benzaldehyde ASTM D 7704 wt% <0.001 - 0.001 

Peroxides as H2O2 ASTM D 2340 ppm wt 9.3 -- 50 

Polymer 
ASTM D 2121 

Method A 
ppm wt 1.0 - 10 

Inhibitor (TBC) ASTM D 4590 ppm wt 70.0 10.0 15 

Color ASTM D 5386 
Pt-Co 
scale 

8.1 - 15 

Product: Styrene Monomer 

CERTIFICATE OF ANALYSIS 


